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1. Introduction 

The 2 main categories of isotope energy sources are betavoltaic and beta-
photovoltaic cells. Betavoltaic cells are direct conversion systems, converting beta 
radiation energy into usable electrical energy through semiconductor energy 
conversion devices. In general, they are typically more efficient ranging from 1% 
to 20% depending on the beta radioisotope source.1–3 Betaphotovoltaic cells are 
indirect energy systems, converting beta radiation energy to radioluminescence 
photon emission via a scintillating material, either powder or single crystal form, 
to usable electrical energy through direct bandgap semiconductor energy 
conversion devices. So far, the overall energy conversion efficiency ranges from 
0.1%–2% depending on the beta radioisotope source.4–6 The similarities between 
both systems are the beta source form and electron-hole pairs (EHPs) generation in 
the semiconductor. One main purpose of radioisotope sources is powering 
environmental monitoring sensors for longer than a decade. The mission requires 
minimal source volume and footprint, and no need for battery replacement to lower 
the costs and dangers to personnel. The power output range is normally between 
0.1 to 100 µWe.6 

The most practical beta sources are nickel-63 (63Ni) and tritium (3H), which have a 
half-life of 100 and 12.3 years and average beta energy of 17.4 and 5.7 keV, 
respectively. Low-energy beta particles provide enhanced lifetimes due to the 
absence of semiconductor degradation. Tritium is the isotope of choice because it 
has low toxicity, beta energy less than 20 keV, and it is the least expensive per 
kilogram and kilojoule of all beta-emitting radioisotopes. Tritium has a comparable 
energy density and greater power density than 63Ni. Finally, the higher beta energy 
spectrum of 63Ni causes the betavoltaic cell to be less efficient with current 
structures. A median layer would need to be implemented to slow down high-
energy betas from passing through the depletion region in the semiconductor.  

Tritium is the most viable beta source to construct the most efficient betavoltaic 
cell. Nevertheless, it has setbacks and constraints with respect to physical form of 
a gas at standard temperature and pressure (STP). Tritium has to be contained 
physically in a vessel or chemically bonded in a compound. Gaseous tritium at STP 
has the highest specific activity (Am) at 9,650 Ci/g and specific beta flux power 
(dPβ/dS) of 8.73 µWn/cm2 (Table 1).7 The values are considered the maximum limit 
for tritium.  
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Table 1 Theoretical calculations of tritiated compounds. Some of the values are averages due to tritiation 
yield fluctuations. Li3H has the highest Sm but is pyrolytic, eliminating it from comparison to other 
compounds. Graphane-like nanofibers show potential but still are far from even controlling 
hydrogenation yield consistency in microscale-systems. Metal hydrides are widely used in current 
technologies but are limited by beta range depth and planar beta emission. Appendix A explains the 
formulation of these parameters.  

Tritiated  
compound 

type 

Specific 
activity 

(Am) 
(Ci/g) 

Mass 
density 

(ρm) 
(g/cm3) 

Gravimetric 
density (GD) 

(wt% 3H)  

Volume 
activity 

(Vm) 
(Ci/cm3) 

FOM2D 
specific beta 
flux power 

at D0.99 
(𝒅𝒅𝑷𝑷𝜷𝜷
𝒅𝒅𝒅𝒅

); �𝝁𝝁𝑾𝑾𝒏𝒏

𝒄𝒄𝒎𝒎𝟐𝟐� 

Beta range 
depth (D0.99) 

(μm) 

FOM2D 
Effective 
surface 
activity 

(Sm) 
(mCi/cm2) 

TiT2 = 
Ti3H2 

1100a,b 3.91a,b  4–12.5a,b  4300a Exp. 0.73c 
Max. 0.99a 

DL = 0.4c,d 
D0.99 = 0.77a,b 

Max. (30)a 
Exp. (15)c 

LiT = Li3H 2910a,b  0.816a,b  25–30a,b  2317a,b Max. 2.6a,b 3.7a,b Max. (77)a 
Tritiated 
organic 

compounds/ 
polymers  

100–
1000a 

1.0a 1–10a 100–
1000a 

0.09–0.9a 3.0a Max. (27)a 

Graphane-
like 

nanofibers 
[(CH)n only] 

1649–
2425a 

Micro. 
system 
0.28± 
0.08e,f 

Nanoscale-
system (25%)  
Microscale-
system (15–

17%) e,f 

461–679 
 

Max. 2.2 4.7g  Max. (65) 

Notes: 
a Bower et al.7 
b Belovodskii et al.15 
c Thomas et al.1 
d Layer thickness (DL) for betavoltaic cell following Thomas et al.1 approach. 
e Nechaev16 
f Sofo et al.17 
g ESTAR calculations at average 3H beta energy of 5.7 keV.18  

 

The US Army Research Laboratory (ARL) was able to purchase commercial-off-
the-shelf (COTS) 3H gas-filled glass vials with a dPβ/dS of 4.1 µWn/cm2 with an 
effective surface activity (Sm) of 100 mCi/cm2.6 The gas has to be kept in a hermetic 
case at a certain pressure, which prohibits the device from being compact. The 
tritium gas has the lowest volume activity (Vm) of 2.60 Ci/cm3 and power density 
of 87 Wn/cm3 compared to other tritiated metal hydrides unless the pressure 
increases while temperature decreases.8 These additional requirements make it 
difficult to fabricate and sustain power source function in the field, especially for a 
space-constrained application.  

Metal hydrides have demonstrated higher Vm and power density, reaching closer to 
3H gas Am, dPβ/dS, and Sm. Non-pyrolytic metal hydrides such as titanium tritide 
(Ti3H1.6) and scandium tritide (Sc3H) have effective surface activities of 20 and 
15 mCi/cm2, respectively.1,8 The results for dPβ/dS Ti3H1.6 and Sc3H were 0.7 and 
0.5 µWn/cm2. Table 1 lists additional tritiated compound metrics. The loading 
processes of tritium in these materials require extreme temperatures. The main 



 

Approved for public release; distribution unlimited. 
  3 

challenge in making the thin-film/substrate interface occurs during the loading 
process. Tensile and compressive stresses develop at the thin-film/substrate 
interface due to conflicting thermal expansion coefficients, where these stresses 
cause the thin-film layers to delaminate and buckle from the semiconductor surface. 
The main disadvantage of thin films is the thickness limit due to beta self-
absorption or self-shielding where charged particles scatter through the material 
and slow down. Thicknesses of less than 500 nm are necessary for optimal 
efficiency of betavoltaic cells.9 Tritiated metal hydrides are limited to a single side 
of beta emission collection because of the palladium layer used for the tritiation 
process. Tritium gas dissociation is similar to hydrogen dissociation for fuel cell 
applications. The palladium layer blocks a significant percentage of beta emission 
on the other side of the metal foil. Thomas et al. states that their metal hydride 
thickness is 400 nm before input beta flux power saturation due to self-absorption 
in the thin layer.1 The 2-D geometric constraint limits the beta particle flux entering 
the depletion region of the semiconductor for EHPs generation and collection.  

Polymers have been selected as candidates for beta sources and radioluminescent 
light sources. Several polymer chemical forms have been tested such as 
polystyrene, polyethylene (PE), polycarbonates (PC), polyurethanes, polyamides, 
and simple hydrocarbons like benzene.10 Most tritiated polymers are synthesized 
using catalytic hydrogenation. There are fluctuating specific activity results ranging 
from 50 to 600 Ci/g depending on the synthesis procedure and structure of labeled 
polymer.10 The advantages of tritiated polymers are that they are deformable and 
easier to manipulate for system fabrication, 3-D fabrication, low beta self-
absorption, organic compounds, and low cost. The disadvantages are low 
gravimetric density (GD, wt% 3H), low specific activity (Am), and low production 
yield.  

Carbon forms are other organic compound carrier candidates that show great 
promise in storing comparable tritium/hydrogen concentrations of metal hydrides, 
but they are more stable, have higher binding energies, and have less beta self-
absorption due to lower density. They can store hydrogen through chemisorption 
(chemical bond) and physisorption (van der Waals [vdW] bonding). Carbon 
nanotubes (CNTs) have an experimental GD of 5 to 10 wt% hydrogen. They are 
chemically stable and have a low mass density.10 The capillary effect of CNTs 
shows high concentration of hydrogen/tritium through vdW bonds. The theoretical 
GD can be from 20 to 67 wt% hydrogen adsorption, which is greater than 
Li3H/LiH.10 The most novel hydrogen storage candidate is graphane, fully 
hydrogenated graphene. Graphane is not reactive in water or air; it has theoretical 
higher mechanical and thermal strength than graphene. The diamond crystal lattice 
structure makes the carrier extremely stable in harsh environments.11 The graphane-
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like nanofiber carrier system has a GD of 17 wt% hydrogen.12 The disadvantages 
are difficulties in fabrication from single layer to micro system and keeping the GD 
constant with any decrease. Most importantly, these structures have not been 
tritiated or deuterated yet. Hydrogenation and deuteration with reproducibility must 
be established before tritiation should be performed.  

Graphene has also been tested as a hydrogen storage system using physisorption. 
Zhu and Li13 at the University of Maryland, College Park, have demonstrated 
hydrogenation-assisted graphene origami (HAGO) as a hydrogen storage system 
using vdW to fold graphene, as well as stabilizing the folded nanostructure against 
the perturbation from thermal fluctuation. Through molecular dynamic simulations, 
they have demonstrated a feasible and robust HAGO process. The graphene 
nanocage can be opened and closed in a programmable fashion with control of an 
external electric field. This allows controllable molecular mass uptake, storage, and 
release, as well as high-density hydrogen storage. The hydrogen storage density 
using a graphene nanocage depends on the nanocage size, which is very linear. In 
summary, graphene nanocage can stably store hydrogen molecules with a weighted 
percentage of 9.7 wt% H2 (18.4 wt% of H), but the nanostructure is still not fully 
hydrogenated.13 The most promising carbon form is a hybrid form between CNTs 
and graphane called graphane-like nanostructure. These carbon nanostructures, 
including carbon aerogels such as activated porous carbon, show promising 
potential in hydrogen and tritium storages as a high-density energy source for short- 
and long-term applications.14 

1.1 Tritium Compound Metrics 

Tritiated compound metrics are collected and calculated for direct comparison. (See 
Appendix A for equations and assumptions). There are 2 figure of merits (FOM2Ds) 
for planar (2-D) configuration: input beta-flux power (dPβ/dS) and effective surface 
activity (Sm) exiting the planar source surface. These metrics are measured or 
calculated at the saturation point limited by self-absorption of layer. The mass 
absorption coefficient µm, in units of square centimeters per gram, is based on 
empirical data from titanium tritide-based sources (shown in Appendix A,  
Eq. A-3).7,8 Each model is slightly different depending on the radiation source and 
elements used. This is typical for calculating mass absorption coefficients. In this 
report, Bower’s µm is used to calculate the tritiated compound parameters shown in 
Table 1.7,8  

Beta-flux power, also called power density, is calculated from the point source dose 
function for thin-layer sources (see Appendix A).7,8 The beta-flux power, dPβ/dS, 
is influenced by the parameter ηβ, which characterizes the efficiency of conversion 



 

Approved for public release; distribution unlimited. 
  5 

of beta particle energy in the decay into the beta flux exiting the surface of the thin 
layer. Bower et al.7 sets the parameter constant for the tritiated compound 
calculation at 17% for saturation layer thickness (D0.99). For some tritiated 
compounds, both FOM2D’s are measured using a surface activity monitor.1,7,8 Based 
on published research, tritiated metal hydrides have the highest FOM2D’s.1,7,8 Other 
potential candidates such as carbon nanostructures also show promise. However, 
graphene and CNT hydrogenation and deuteration have not yet been fully mastered 
or controlled. Further development is necessary before carbon nanostructure 
tritiation.  

1.2 Tritium-Substituted Nitroxide 

The most promising approach to fulfill the near-term goal of approximately 
30 mCi/cm2 from a single side of a thin layer is tritiating a compound that has low 
mass density (ρm ≈ 0.1 g/cm3) and low molecular weight but comparable GD and 
Am to tritiated metal hydrides greater than 10 wt% 3H and 1,000 Ci/g. The 
compound, having a greater beta penetration depth, can allow a greater beta-flux 
power to reach the semiconductor depletion region. The compound needs to have 
the ability to coat different aspect ratio semiconductor surfaces (nano- or micro-
pillars, honeycomb, whiskers, etc.) and be used in both betavoltaic cells.  

This report explains the usages and tritiation of nitroxides for betavoltaic cell 
applications. Calculations are formulated to compare with existing tritiated metal 
hydrides following Bower et al.7 In addition to the theoretical calculations, ESTAR 
and MCNPX are used to model a planar configuration. Model FOM2D’s are 
compared to theoretical calculation values. As a proof of concept, we describe the 
tritiation of a nitroxide, as a beta source for electrical driven devices shown in 
Fig. 1. We consider this synthesis and tritiation Scheme 1. We have chosen 
nitroxides, specifically nitroxide radical tetramethyl-1-piperidinyloxyl (TEMPO), 
to accumulate tritium for several reasons. First, these paramagnetic compounds are 
incredibly stable, some lasting at least 40 years without decomposition when 
unlabeled with tritium. Such long stability will allow us to assess the stability of 
tritiation on these compounds. Second, nitroxides are typically synthesized as 
6- and 5-membered rings. The preparation of a 6-membered ring is depicted in 
Fig. 1, where functional groups allow ease of the addition of tritium to the molecule. 
Fourth, these nitroxides have low molecular weights compared to tritiated 
polymers, and they are solids at ambient STP conditions, allowing them to be easily 
attached to various surfaces. Tritium outgassing and compound degradation for one 
tritiated nitroxide type are measured for less than a month in solution and solid 
form.  
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Fig. 1 Scheme 1 skeletal model of precursor (4) synthesis and tritiation process. Steps 
(1–4) are synthesized by Organic Electronic Devices LLC (OED LLC). The precursor (4) is 
tritiated using catalyst and tritium gas (3H = T) by ViTrax LLC. If compound (6) is not held 
at vacuum and exposed to air, it will lose one tritium leaving a free electron (5). 

2. Nitroxide: Tritiation Procedures, Calculations, and Modeling 

Four types of nitroxides are selected to be tritium-labeled compounds. The 
nitroxide product for each synthesis is shown and labeled in Fig. 2. The mass 
density of each compound has not been measured. We predict that the nitroxide 
will have a mass density of approximately 0.1 g/cm3. This report discusses the 
outcome of the tritiated nitroxide radical TEMPO shown in Fig. 3a (5, 6) and 
Fig. 1 (5, 6) as Compound 1, which is a proof of concept for all tritium-substituted 
nitroxides. The other selected compounds will be tritiated after further stability 
measurements of tritiated Compound 1. Compounds 2, 3, and 4 have been 
completely deuterated as a sensitive probe for electron paramagnetic resonance 
imaging.19–23 We explain the procedure and theoretical tritiation values for each 
compound based on equations and assumptions from Bower et al.7 These values 
are calculated by substituting the hydrogen and deuterium synthesis with tritium.  

Pd/C 
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Fig. 2 Tritiation process of Compound 3 (Scheme 3) with tritiated methyl iodine precursor 

 

 

Fig. 3 Tritiated nitroxide products: a) tritiated 4-methoxycarbonyl-methylene-2,2,6,6 
tetramethyl-1-piperidinyloxyl (Compound 1), b) tritiated 4 methoxycarbonyl-methylene-
2,2,6,6-tetramethyl-1-piperidinyloxyl using reductive amination (Compound 2), c) N,N,N-
trimethyl (3H9)-2,2,6,6-tetramethyl-1 piperidinyloxyl iodide (Compound 3), and d) 4-oxo-
2,2,6,6-tetra(3H3)methyl (3,3,5,5-3H6)piperidinyloxyl (Compound 4) 

a) 

c) d) 

[6] [5] 

b) 

[1] [2] 
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2.1 Tritium Procedures and Theoretical Calculations 

Tritiated 4-methoxycarbonyl-methylene-2,2,6,6-tetramethyl-1-piperidinyloxyl  
(M = 235 g/mol), Compound 1, is the first compound to be tritiated by ViTrax.24 It 
requires a 1-step synthesis using tritium gas and catalyst. The precursor synthesis 
and tritiation are explained in Section 3. Compound 1 precursor has been 
hydrogenated and deuterated for electron paramagnetic resonance imaging 
(Fig. 1 [4]). The theoretical tritium gravimetric density (GD) is 3.98 wt% 3H. If the 
sample is held under vacuum, 3 tritium atoms are bonded to the nitroxide. When 
the sample is not held in vacuum and exposed to air, the tritium atom bonded to the 
oxygen on the 6-membered ring will be lost, giving way to a free electron. The 
specific activity (Am) at 380 Ci/g is greater than 3H gas, but the dPβ/dS of 
0.34 µWn/cm2 (9.5 mCi/cm2 based on an average electron energy of 5.7 keV) 
prohibits it from being an adequate substitute for current solid 3H sources or 3H gas 
at STP (Tables 1 and 2).  

Table 2 Theoretical calculations of tritiated nitroxides. FOM2D’s account for one side of 
the tritiated layer. Parameters are calculated using equations in Bower et al.7   

Tritiated 
compound 

type 

Specific 
activity 

(Am) 
(Ci/g) 

Mass 
density 

(ρm); 
(g/cm3) 

Gravimetri
c density 

(GD)  
(wt% 3H) 

Volume 
activity 

(Vm) 
(Ci/cm3) 

FOM2D 
specific 

beta-flux 
power at 

D0.99 
(
𝒅𝒅𝑷𝑷𝜷𝜷
𝒅𝒅𝒅𝒅

);

 [𝝁𝝁𝑾𝑾𝒏𝒏
𝒄𝒄𝒎𝒎𝟐𝟐] 

Beta 
range 
depth 
(DL)a,b 
(μm) 

FOM2D 
effective 
surface 
activity 

(Sm) 
(mCi/cm2) 

Compound 1 379 0.1 4 38 0.341 9.5a,b 10 
Compound 2 583 0.1 5.7 58 0.525 11a,b 15 

Compound 3 824 0.1 9 82 0.741 13a,b 21 

Compound 4 
step (2) 2526 0.1 26 253 2.27 10a,b 67 

Compound 4 
step (3) 2371 0.1 25 237 2.13 10a,b 63 

a Layer thickness (DL) for betavoltaic cell following Thomas et al.1 approach.  
b Beta range depth is calculated from ESTAR18 and following the process used in Thomas et al.1 ESTAR calculations at 
average 3H beta energy of 5.7 keV.18 Equations shown in Appendix A.  
 

Tritiated 4-methoxycarbonyl-methylene-2,2,6,6-tetramethyl-1-piperidinyloxyl  
(M = 261 g/mol), Compound 2, using reductive amination is the second tritiation 
candidate, Fig. 4. Compound 2 precursor, Fig. 4 (4a) and (7), like Compound 1, has 
been hydrogenated and deuterated. Compound 2 tritiation also requires 1-step 
synthesis.20,21 If tritiated, it consists of 4 to 5 tritium atoms. The fifth tritium atom 
requires the compound to be held under vacuum after synthesis. The tritium atom 
is bonded to the oxygen on the 6-membered ring in an identical to Compound 1. 
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The volume activity, surface activity, and dPβ/dS are greater than Compound 1. The 
maximum specific beta flux is approximately 0.5 µWn/cm2 (15 mCi/cm2 based on 
an average electron energy of 5.7 keV). Compound 2 synthesis will allow us to 
identify the initial 24-h stability and yield percentage when more than 3 tritium 
atoms are bonded to the nitroxide (NOx) 6-membered ring.  

 

 

Fig. 4 Tritiation of Compound 2 using reductive amination (Scheme 2) is shown in 
schematic. An additional tritium atom could be bonded to the oxygen with the free electron if 
the sample is synthesized under vacuum. 

N,N,N-trimethyl (3H9)-2,2,6,6-tetramethyl-1-piperidinyloxyl iodide (M = 
347  g/mol), Compound 3, is the third tritium carrier compound (Fig. 2). Compound 
3 tritiation synthesis follows Rosen et al.22 and Eriksson et al.23 procedures. 
Tritiated methyl iodide, which is commercially available, is added to a solution of 
dimethylformamide, DMF, (5 mL) of 4-amino-2,2,6,6-tetramethyl-1-
piperidinyloxyl, Fig. 2 (1), (0.17 g, 1 mmol) and 4-hydroxy-2,2,6,6-tetramethyl-
piperidine (0.31 g, 2 mmol, Aldrich) at room temperature. The mixture is stirred 
until it becomes homogenous and then the solution is allowed to stand for 3 h at 
room temperature. Crystals form, which are then filtered, and washed with diethyl 
ether giving tritiated nitroxide, Fig. 2 (2). The synthesis yield is 50% when 
hydrogenated. Compound 3 is an improvement to the previous 2 compounds with 
respect to greater beta-flux power of 0.7 µWn/cm2 (21 mCi/cm2 based on an average 
electron energy of 5.7 keV) and 9 tritium atoms in total.  

Compound 4 in this report, 4-oxo-2,2,6,6-tetra(3H3)methyl-(3,3,5,5-
3H6)piperidinyloxyl (M = 205 g/mol), is the fourth and final tritium carrier 
compound that will be potentially tritiated. Tritium synthesis is a 2-step process 
following Burks et al. 19 (Fig. 5). Ammonium chloride (3.5 g, 65 mmol) is added to 
a 250-mL round bottom flask containing oven-dried anhydrous sodium carbonate 
(3.18 g, 30 mmol) and magnesium oxide (3 g, 75 mmol). Then, tritium-substituted 
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acetone, Fig. 5 (1), (20 mL) is introduced into the flask. After sealing the flask with 
a rubber septum, the reaction is heated to 50 °C in an oil bath for 3 days. Upon 
cooling, diethyl ether is added to the resulting solid. It is filtered, and then the filter 
cake is crushed into a fine powder washed with diethyl ether and filtered. This 
procedure is repeated 2 more times.  

 
 

Fig. 5 Tritiation process of Compound 4 (Scheme 4) with tritiated acetone precursor  

The combined filtrates are evaporated to dryness in vacuo, affording a red liquid 
(5.35 g), 4-oxo-2,2,6,6-tetra(3H3)methyl-(3,3,5,5-3H6)piperidine (Fig. 5 [2]). A 
solution of crude 4-oxo-2,2,6,6-tetra(3H3)methyl-(3,3,5,5-3H6)piperidine, (5.35 g, 
2.86 mmol) dissolved in a mixture of methanol (35 mL) and acetonitrile (10 mL), 
is added to sodium hydrogen carbonate (2 g) and sodium tungstate (0.29 g). Then, 
hydrogen peroxide (30%, 11 mL) is added, and the mixture is kept at room 
temperature for 2 days. Next, the reaction is filtered with a saturated solution of 
sodium chloride (100 mL). Extraction with diethyl ether is afforded, after drying 
with anhydrous magnesium sulfate, crude 4-oxo-2,2,6,6-tetra(3H3)methyl-(3,3,5,5-
3H6)piperidinyloxyl (Fig. 5 [3]). This compound is chromatographed, eluting with 
hexane/diethyl ether (4:1) to yield pure 4-oxo-2,2,6,6-tetra(3H3)methyl-(3,3,5,5-
3H6)piperidinyloxyl, as red oil that solidified upon standing (2.9 g, 51%).19 If stable 
during tritiation procedure, Compound 4 FOM2D’s from theoretical calculations 
surpass near-term goals with a beta-flux power of 2.27 µWn/cm2 (67 mCi/cm2 
based on an average electron energy of 5.7 keV) and 16 tritium atoms bonded to 
the monomer.  

(2) 

(3) 

(1) 
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For all nitroxides, the surface activity is heavily dependent on the synthesis yield 
and available tritium quantity. After tritiation and high-performance liquid 
chromatography (HPLC), the tritiated compound can be purified using a column 
technique. Further testing is required to understand the correlation between 
deuteration and tritiation yield and overall stability during synthesis. In addition, 
there is still concern that the compound might breakdown during or immediately 
after tritiation because of a high number of tritium atoms bonded to the 6-membered 
ring. Extra care immediately after tritiation might be required to store the compound 
in activated porous carbon or a solution such as toluene in case of compound 
degradation and 3H outgassing. As long as the compound is stable during synthesis 
without much tritium outgassing, a technique will be developed to seal the 
compound on the semiconductor substrate immediately after tritiation is completed.  

2.2 ESTAR and MCNPX Modeling 

The Continuously Slowing Down Approximation using National Institute of 
Standards and Technology ESTAR software is used to approximate the electron 
range in compounds for monoenergetic electron energies. The input parameters are 
mass density, compound formula, and relative weights.18 The average beta energy 
of 3H used for the model is 5.7 keV. To confirm the accuracy of ESTAR electron 
range, tritiated metal hydride parameters are inserted in model. The electron range 
for titanium tritide is 532 nm at 5.7 keV. In Thomas et al., the optimal (before beta-
flux saturation point) metal foil thickness is 400 nm for 3H beta spectrum, which is 
25% less than the ESTAR electron range thickness.1 For the nitroxide compounds 
electron range, this factor is accounted for to give an optimal layer thickness range 
of 10–13 µm (Table 2).  

ESTAR is a simple 1-D model that only identifies the 100% electron stopping range 
of a monoenergetic electron energy. MCNPX can generate a more realistic model 
using more than one dimension, electron energy spectrum, isotropic source 
irradiation option, and energy deposition profiles in structures. MCNPX is a general 
purpose Monte Carlo code that has the capability to model neutron, photon, and 
electron (or coupled) transport. The software can simulate transportation of 
particles with energy from 1 keV to 100 MeV in materials. The model is based on 
axial symmetry, reducing 3-D structures into a 2-D configuration. There are 3 main 
cylinder components in order of placement: nitroxide compound, tritiated nitroxide 
compound (tritium filled in nitroxide volume), and gallium nitride (GaN) bulk 
structure (Fig. 6). The nitroxide compound is 100 µm thick with a 1-cm2 area. The 
tritiated nitroxide thickness ranges from 5–200 µm with an area of 1 cm2. The 
molecular weight is 176 g/mol consisting of 3 tritium atoms bonded to monomer 
with mass density of 0.1 g/cm3. The GaN thickness is 100 µm with a 1-cm2 area. 
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GaN structure is the selected semiconductor in the betavoltaic cell. The nitroxide 
volume is divided into 5-µm layers; GaN volume is divided into 100-nm layers. 
Energy deposition profiles are formulated and energy percentages exiting the 
tritiated nitroxide volume space into the nitroxide and GaN space are calculated 
(Figs. 7 and 8).  

 

Fig. 6 Planar model in MCNPX; purple symbols represent the isotropic beta emission in 
the nitroxide volume 

 

 

Fig. 7 Energy deposition profile as a function of layer thickness. In this profile, the 
3H-nitroxide is 10 µm, GaN is 100 µm, and nitroxide is 100 µm thick. 3H-nitroxide is 
surrounded on both sides to confirm conservation of energy. 
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Fig. 8 Energy percentage exiting 3H-nitroxide surface as function of 3H nitroxide layer 
thickness. The energy percentage of tritiated volume accounts for both sides of the layer. 

Energy deposition profiles show that all tritium beta energy is stopped within 
1.5 µm of GaN and 50 µm of untritiated nitroxide. If GaN structures surrounded 
the tritiated nitroxide layer with a thickness of 20 µm on both sides, 12% of total 
beta energy is deposited within 100 nm, which would reach the GaN depletion 
region in reference to actual GaN betavoltaic devices. Total specific activity is 
calculated for the nitroxide volume in Appendix B for relevant calculations. The 
optimal thickness with Sm of approximately 6 mCi/cm2 and dPβ/dS of 
approximately 0.2 µWn/cm2 is 20 µm. These FOM2D’s account for a single side of 
the tritiated layer. To reach at least 20 mCi/cm2 for a single layer side, we would 
need at least 9 tritium atoms in the nitroxide compound. This set goal is necessary 
to be comparable to published metal hydride Sm values. Nevertheless, when 
projecting in 3-D, the nitroxide has a few advantages over the metal hydride such 
as using beta emission from more than one side and conformal coating on various 
semiconductor structures. A 1-D MCNPX model of Ti3H2 is formulated to check 
the 3H-nitroxide model validity (Appendix B). The Ti3H2 model FOM2D’s are 
greater than Bower’s calculations and experimental results, Sm is 40 mCi/cm2 for a 
single side with a layer thickness of 400 nm. The percent of energy leaving the 
tritium-loaded layer is 23%. If the layer is only 80% loaded, then the Sm is 
32 mCi/cm2. This value is 25% larger than theoretical value at 24 mCi/cm2. This 
significant difference between the model and theoretical results limits the 
soundness of the 3H-nitroxide model results. 
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3. Tritiation and Stability Measurements of 4-
Methoxycarbonyl-methylene-2,2,6,6-tetramethyl-1-
piperidinyloxyl (Compound 1) 

4-Methoxycarbonyl-methylene-2,2,6,6-tetramethyl-1-piperidinyloxyl (Fig. 1 [4]) 
is tritiated to measure the yield percentage and stability of the tritium synthesis 
(Fig. 1). A quantity of 100 mg of precursor (Fig. 1 [4]) is prepared to be tritiated by 
ViTrax LLC. Mass spectroscopy analysis is performed on the precursor to identify 
the compound shown in Fig. 9. Purity of the precursor is assessed by HPLC 
(Fig. 10) and is described in Appendix C. The photodiode array (PDA) 
chromatogram shows only one peak, indicating the precursor sample has high 
purity. Tritium reduction reaction with approximately 2 mg of precursor is placed 
in glass vessel filled with 100 mCi of tritium gas. Palladium on carbon is used for 
catalytic tritiation of precursor (Fig. 1 [4]), in a 1-step process. The crude solution 
is filtered, and then co-evaporated several times with a protic solvent to remove all 
labile tritium. The crude product (Fig. 1 [5, 6]), is dissolved in toluene and assayed 
for total activity. It is stored at –20°C and 1 atm. The toluene serves 2 experimental 
purposes: a stable median for the radio-labeled compound and an HPLC solvent. 
Figure 1 shows the synthesis and tritiation of 4-methoxycarbonyl-methylene-
2,2,6,6-tetramethyl-1-piperidinyloxyl (Fig. 1 [4]) process performed by OED LLC 
and ViTrax.  

 

Fig. 9 Mass spectrum of precursor sent to ViTrax. Positive ion mode: (M+H)+ (m/z 227.1), 
C12H20NO3 = 226.3 g/mol. 
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Fig. 10 A PDA chromatogram of precursor (Fig. 1 [4]), obtained by HPLC analysis to 
measure precursor purity. The 7.575-min retention time peak (x-axis) represents the 
precursor. The y-axis (mAbs) is the milli-absorbance units measured by the PDA. There is no 
other retention time, which proves there is only one compound type and high sample purity. 

A crude yield of 86 mCi is prepared via catalytic reduction of a double bond. The 
rest of tritium did not bond to the sample. The specific activity obtained via mass 
spectroscopy analysis (Fig. 11) is approximately 25 Ci/mmol (Am = 103 Ci/g). The 
experimental specific activity is limited by available tritium during radioisotope 
labeling, representing 28% of the maximum loading of the compound. Typically, 
for a double bond reduction, between 40 and 50 Ci/mmol is obtained. It is suspected 
that some tritium alpha is being lost to the ester bonded to the side group of the 
nitroxide radical TEMPO 6-membered ring. The ester-cleaved product is detectable 
and is used to assess the specific activity. The tritiated compound is measured by 
HPLC again for detection of other compound types in the sample. The HPLC 
profile of the crude reduction product has 2 very distinct retention times, which 
means that the sample has 2 types of compounds. Retention time is the time from 
the injection of the sample (analyte) to the identification by the detector (PDA). We 
are confident, based on retention times, that the peaks at 7.65 and 1.729 min 
(Fig. 12) identify the desired product, tritiated hydroxylamine, and the cleaved 
ester, (Fig. 1 [5, 6]), respectively, in the toluene solution. Compound 1 (Fig. 1 [6]) 
has a lower retention time because it is a nonpolar molecule passing more quickly 
through the stationary phase in the column. Retention time at 7.65 min is greater 
than precursor retention time at 7.575 min with an increase of molecular weight 
because of the additional 3 tritium atoms. The retention time of compound 5 in 
Fig. 1 is greater because it binds/adsorbs to the silica due to polarity. The 1.729-min 
peak is compound 6. The 1.729-min peak has a shoulder portion, which could be 
cleaved ester (side group, C3H4O2

3H) due to beta decay. This portion could include 
the broken up tritiated nitroxide compound. Figures 11 and 12 show plots of the 
mass spectrum and HPLC profile, respectively. 

mAbs 

7.575 mins 
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Fig. 11 Mass spectrum of a) tritiated 4-methoxycarbonyl-methylene-2,2,6,6 tetramethyl-1-
piperidinyloxyl, tritiated hydroxylamine (Fig. 1 [5, 6]) and ester side group done by ViTrax 
and b) precursor (Fig. 1 [4]) done by OED LLC 

  

a) b) 



 

Approved for public release; distribution unlimited. 
  17 

 

Fig. 12 A radio flow chromatogram of the tritiation of nitroxide (Fig. 1 [4]) by HPLC 
analysis. There are now 2 different retention lines after tritiation. The peaks at 7.65 and 
1.729 min represent the desired tritiated product (Fig. 1 [5]) and cleaved ester (side group, 
C3H4O23H) compound (Fig. 1 [6]) in the toluene solution. We are not able to distinguish if the 
compound loses or gains a tritium atom bonded to the oxygen on the ring because of storage 
environment. The x-axis is retention time (min) and y-axis is in millivolt units.  

The precursor is tritiated and considered initially stable for at least 24 h using a 
1-step synthesis in solution form. Since the compound is stable in toluene for more 
than 24 h, ViTrax could perform mass spectroscopy and HPLC. To further our 
understanding of nitroxide degradation from primary and secondary irradiation 
effects, the stability of this mixture is assessed for both tritium lability and HPLC 
composition change in solution and solid form. The percent retention of tritium is 
shown in Table 3 and the HPLC profiles are shown in Fig. 13.  

Table 3 Tritium content in the sample. For solution forms, the sample is initially dissolved 
in toluene where it stays during the entire experiment (T = 1–27 days). 

Sample: Compound 1 
3H% content 

(%) 
Solution T = 1 day 100 
Solution T = 7 days 100 

Solution T = 27 days 100 
Solid T = 7 days 53 

Solid T = 14 days 58 
Solid T = 21 days 55 

 

7.65 mins 1.729 mins 

T = 7 days  
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Fig. 13 A radio flow chromatogram of compound 5 (7.688 min) and cleaved ester and 
compound 6 (1.825 min) obtained by HPLC analysis. There are still 2 different retention lines 
after tritiation at a) T = 7 days and b) T = 27 days. The compound in solution form is 
completely stable with little or no degradation or tritium loss after 27 days. The x-axis is 
retention time (min) and y-axis is in millivolt units. 

When stored at –20°C, the solution form in toluene appears stable after 27 days 
based on HPLC analysis showing an absence of tritium lability (Fig. 13). After Day 
27 of solution measurement, three 8-mCi dry samples from the leftover supply are 
prepared from the toluene solution and analyzed for stability at Day 7, 14, and 21. 
The 3 samples are stored at STP. The solid stability based on HPLC profiles is low 
with what appears to be nearly complete loss of the retention time peak at 7.6 min 
(Fig. 14). There are additional peaks in the profile, which means that other 
compounds are being formed due to degradation and tritium loss. Tritiated 
hydroxylamine (Fig. 1 [5]), at 7.65 min, starts reducing in intensity as other 
retention times are appearing. The cleaved ester and Compound 1 (Fig. 1 [6]), with 

1.729 mins 
7.65 mins T = 7 days  

a) 

1.825 mins 

7.688 mins 
T = 27 days  

b) 
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a retention time of 1.82 min is still well defined and does not lose intensity. Tritium 
lability is at approximately 50% at Day 7. It appears that tritium lability saturates 
at Day 7 with minimal loss at Days 14 and 21. The tritium loss saturates at 
55 ± 2.5%. Figure 15 shows a plot of the tritium loss as function time for solution 
and solid form.  

 

Fig. 14 A radio flow chromatogram of tritiated hydroxylamine (Fig. 1 [5]), (7.666 min) and 
cleaved ester and compound shown in Fig. 1 [6] (1.820 min) obtained by HPLC analysis at 
T = 7 days. An additional peak is shown in the profile, which means that other compounds are 
being formed due to degradation and tritium loss. Tritiated hydroxylamine (Fig. 1 [5]), at 
7.666 min, starts reducing in intensity as other retention times are appearing and increasing. 

 

1.820 mins 

7.666 mins 
10.645 mins 

T = 7 Days  



 

Approved for public release; distribution unlimited. 
  20 

 

Fig. 15 Plot of tritium percentage quantity accrued in sample (tritiated hydroxylamine, 
ester, and broken-up tritiated nitroxide group) as function of days. Solution form has nearly 
zero tritium loss whereas the solid sample losses 50% of its tritium before plateauing after 7 
days. Each data point is one sample for each day. 

For the solution form, the concentration of ester and Compound 1 (Fig. 1 [6]) 
reduces from T = 7 days (at 1.729 min) to T = 27 days (at 1.825 min) (Fig. 13a and 
b). However, still only 2 retention times appear in the radio flow chromatogram, 
which shows that the ester and tritiated hydroxylamine are still stable (Figs. 12 and 
13). For the solid form, tritiated hydroxylamine at retention time of 7.66 min 
reduces while the ester at 1.820 min stays constant at 61% of sample concentration 
after 7 days (Fig. 14). After 7 days, the shoulder is clearly defined on the 1.820-min 
peak. After 27 days, the 7.66-min intensity decreases to nearly zero and the ester 
concentration increases to nearly 80% of sample concentration. Tritium loss in the 
sample is approximately 50% in solid form compared to the solution form at nearly 
100% due to stored conditions and radioactivity concentration (Fig. 15). It has not 
been confirmed if tritium is immediately lost during drying procedure from solution 
to solid form or during the week. The solution sample has to be heated to 120 °C to 
boil off toluene, leaving just the tritiated sample. Since the solid sample is stored at 
STP, exposure to air causes oxidation, producing free radicals and sample 
degradation. For primary beta-radiation effects, the solid form has a much greater 
concentration of tritium radioactivity versus the solution. Closer tritium proximity 
increases beta particle interaction with nitroxides without the toluene median. A 
single beta particle ejected due to decay can generate several diverse reactive 
species in the nitroxide compound. Primary radiation effects causes the cleaving of 
the ester initially bonded to 6-membered ring.  
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The results of solid and solution form stability are not surprising compare to other 
tritiated organic-based monomers and polymers. Tritium-labeled polymers have 
shown similar characteristics at specific activities greater than 10 Ci/g where the 
solid state is less stable than the liquid state.8,25 An example of this relationship was 
done in the former USSR. 3H-polystyrene manufactured as a solution had a specific 
activity of up to 50 Ci/g polymer, but in the solid state, the specific activity was 
only 2.5 Ci/g.8,25 Up until now, previous research has shown limits of specific 
activity for monomers and polymers at 10 Ci/g. In the first trial, the tritiated 
nitroxide in solid form was already 5 times above that empirical limit.  

4. Conclusion 

Nitroxide compounds are identified as potential tritiated compounds for 
radioisotope batteries. Betavoltaic and betaphotovoltaic cells share similar 
drawbacks that limit source power density such as low-volume activity (Ci/cm3), 
tritium gravimetric density (GD wt% 3H), and geometric constraints (thin films) 
due to beta self-absorption. Nitroxides are selected as tritiated compounds because 
of low mass density, high deuteration and hydrogenation synthesis yield, high GD 
wt% 2H and H (similar to tritiation process), and pliability to semiconductor 
structures (planar, nanopillars, etc.). Theoretical parameters are calculated for 
comparison with past and current tritiated compounds. One of the 4 selected 
compounds meets the short-term goal (Sm of thin layer ≥30 mCi/cm2 from single 
side). An MCNPX model calculates a Sm of approximately 5.7 mCi/cm2 for 
Compound 1 from one side of the 10-µm layer, which is nearly half the value of 
theoretical calculations based on Bower’s7 equations. There are differences 
between calculations due to the mass absorption coefficient and other parameters 
based on empirical equations for titanium tritide.  

As a proof of concept, the nitroxide, 4-methoxycarbonyl-methylene-2,2,6,6-
tetramethyl-1-piperidinyloxyl, is tritiated with a specific activity of 103 Ci/g in 
solution and solid form at approximately 86 mCi (Compound 1). Tritium stability 
measurements, both in solution and solid form, are executed to understand 
compound degradation and tritium loss as a function of time. The solution form in 
toluene is 100% stable after 27 days, whereas the solid form has 55 ± 2.5% tritium 
loss plateau after 7 days. Theoretical parameters of Compounds 3 and 4, high 
tritiation yield, and limited tritium loss of Compound 1 (solution and solid form) 
encourage further investigation and tritiation of nitroxide compounds to fulfill 
tritiated compound requirements.  
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5. Further Evaluation  

Before we decide on tritiating another NOx compound, it is necessary to construct 
a 2-D and 3-D model in MCNPX for other selected nitroxide compounds. We need 
to formulate an MCNPX model for metal hydrides such as tritiated titanium hydride 
and compare FOM2D’s to published experimental results to confirm the 2-D model. 
For the 3-D model, a GaN structure with micropillar features (Fig. 16). The 
nitroxide compound will fill into the pillared device. Also, another model will have 
the tritiated nitroxide surrounded by the GaN structures (Fig. 17). Initial results 
from MCNPX modeling show that beta particles from 20-µm-thick layers penetrate 
the GaN layer. The proposed substrate design will have 10–20 µm high pillars with 
20-µm trough/pillar separation. If we are able to fill the entire volume between 
these 3-D features, the tritiated nitroxide compound would be essentially 
surrounded by the semiconductor converter and vice versa; the key advantage over 
past beta sources is that betas can penetrate through the 20-µm-thick layer into the 
semiconductor for energy conversion. The Sm and dPβ/dS values from this 3-D 
model will be considered our new FOM3D’s. These values will account for 6 faces 
of the tritiated compound cube. These values will be compared to past and present 
metal hydrides.  

 

Fig. 16 Computer-aided design technical drawing of 3-D printed, etched, or grown 
micropillar structure (dimensions are in millimeters) 
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Fig. 17 Proposed 3-D MCNPX model to calculate new FOM3D’s. The tritiated compound 
will be 20 × 20 × 20 µm. GaN surrounds tritiated nitroxide on all 6 sides of the tritiated 
compound cube.  

In the initial phase of this program in which we exceeded all our goals, we were 
able to synthesize nitroxide (Fig. 1 [4]) when subjected to 3H2 in toluene. Most 
remarkably, Compound 1 did not decompose in toluene for at least 27 days, and the 
experiment was terminated. While we lost approximately 50% of the tritium when 
the mixture was dried and exposed to air after 7 days, no further loss of radioactivity 
was measured over the course of 2 more weeks. Based on the success we have 
achieved, we will double and triple the tritium content through synthesis of 
Compounds 2, 3, and 4. We are confident that these compounds will be more stable 
than Compound 1 with respect to cleaving of the tritiated ester shown in HPLC 
plots. For example, with Compound 2 synthesis, we will double the tritium content 
by exposing nitroxide (Fig. 4 [4a]), to 3H2 in toluene, while retaining a low 
molecular weight compound (Scheme 2) (Fig. 4). The design of nitroxide 
(Fig. 4 [7]), is based on 2 criteria. First, based on modeling, it appears that 
deuterium in place of hydrogen in the piperidine ring (Fig. 4 [4a]) enhances stability 
of a tritium-labeled nitroxide. Second, nitroxide, (Fig. 4 [8]) has double the tritium 
content of nitroxide (Fig. 4 [4]), and the tritiation is far from the piperidine ring. 
Whether this will increase stability is uncertain; however, the location will increase 
the yield of nitroxide (Fig. 4 [8]), and decrease steric hindrance. Also, another 
solvent will be used in the solution form during HPLC measurements. It is possible 
that during the drying procedure, tritium outgassing occurred because of the high 
boiling point of toluene at approximately 120 °C.  

Our goal is to tritiate the compound first, and then apply it on a substrate 
(semiconductor device). Techniques will be developed to apply “cold” (untritiated) 
nitroxide on substrates representing semiconductor. The substrates would be planar 
and textured surfaces. After nitroxide synthesis, the compound will be dried down 

GaN 

GaN 

GaN 

GaN 
3H-NOx 

20 µm 

20 µm 

20 µm 
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to either gel or powder where its mass would be weighed in a known volume to 
calculate mass density. After mass density is measured, we will start investigating 
different coating procedures such as spin coating or sedimentation. The suitable 
coating technique will be used on the tritiated nitroxide with a planar and textured 
semiconductor device. A current and voltage (I-V) curve will be measured from the 
device for betavoltaic cell demonstration.  
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Appendix A. Beta Source Parameter Calculations   
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Table A-1 Beta source variable symbols and definitions 

Variable 
symbol Variable definition 

Am Specific activity, radioactivity per mass [Ci/g] 
λ Isotope decay constant [1/s] 

NA Avogadro’s constant 
N Total no. of atoms of the given elements in the molecule 
χ Ratio of radioactive atoms to total no. of atoms of the given element 

Mm Molecular mass in grams of the carrier substance comprising the element 
incorporating the radioactive isotope of interest. 

Psp 
Specific power per 1 Ci, the minimal significant activity of the isotope 
[µWn/Ci] 

ɛβ Beta energy [eV] 
ɛavg Mean beta energy [eV] 
ɛmax Maximum beta energy [in units of MeV] 
µm Mass absorption coefficient of betas [cm2/g] 

D0.99/DL 
Layer thickness, the tritium-containing substance layer thickness 
D0.99 – saturation thickness  
DL – ESTAR thickness following Thomas et al.1  

dPβ/dS Specific beta flux power/power density [µWn/cm2] 

GD Gravimetric density, percentage of radioactive atoms’ atomic mass over 
a total molecular mass 

VD/ρT Effective density of the tritium inside the carrier system 
VAs Volume radioactivity, radioactivity per unit volume 
Sm Effective surface activity, radioactivity per surface area [mCi/cm2] 

 

 𝐴𝐴𝑚𝑚 =  𝜆𝜆𝑁𝑁𝐴𝐴𝑁𝑁𝑁𝑁
3.7×1010 𝑀𝑀𝑚𝑚

 (A-1) 

 𝑃𝑃𝑠𝑠𝑠𝑠 = 3.7 × 1010 ∫ 𝑤𝑤�𝜀𝜀𝛽𝛽�𝜀𝜀𝛽𝛽𝑑𝑑𝜀𝜀𝛽𝛽 = 3.7 × 1010 𝜀𝜀𝑎𝑎𝑎𝑎
1
0  (A-2) 

 𝜇𝜇𝑚𝑚 = 15.5𝜀𝜀𝑚𝑚𝑚𝑚𝑚𝑚−1.41  (A-3) 

 𝑑𝑑𝑑𝑑𝛽𝛽
𝑑𝑑𝑑𝑑

= 𝐴𝐴𝑚𝑚𝑃𝑃𝑠𝑠𝑠𝑠
2(𝜇𝜇𝑚𝑚) ∫ 𝑧𝑧[1 − exp ((𝜇𝜇𝑚𝑚

1
0 𝐷𝐷𝐿𝐿)/𝑧𝑧)]𝑑𝑑𝑑𝑑 (A-4) 

 𝑆𝑆𝑚𝑚 =  
𝑑𝑑𝑑𝑑𝛽𝛽
𝑑𝑑𝑑𝑑

3.7×107∗𝜀𝜀𝑎𝑎𝑎𝑎𝑎𝑎∗(1.6×10−16)
 (A-5) 

Equations are based on the point beta source dose function for thin-layer sources. 
Bower et al.2 calculates dPβ/dS by multiplying specific activity (Am) with  
9 × 104 µWn*g/(Ci*cm2). This factor accounts for the efficiency of conversion of 
beta-particle energy in the decay into the energy of the beta flux let out from the 

                                                 
1 Thomas C, Portnoff S, Spencer MG. High efficiency 4H-SiC betavoltaic power sources using tritium 

radioisotopes. Appl Physics Lett. 2016;108:031505. 
2 Bower KE, Barbanel YA, Shreter Y.G. Polymers, phosphors, and voltaics for radioisotope microbatteries. 

Boca Raton (USA): CRC Press; 2002. 
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beta source containing carrier substance to its surface. 𝑃𝑃𝑠𝑠𝑠𝑠 and 𝜇𝜇𝑚𝑚 are included in 
this factor shown in Eq. A-4. There is less than a 7% difference between the 
calculated and experimental dPβ/dS and 𝑆𝑆𝑚𝑚 of scandium tritide (Sc3H2) and titanium 
tritide/tritiated titanium hydride (Ti3H2) foils. Differences in theoretical and 
experimental values could be due to certain assumptions such as complete tritiation 
of foils and homogenous concentration of tritium in foil. However, the error 
between theoretical and experimental values cannot be identified for the other 
tritiated compound due to lack of empirical results. There most likely will be error 
since these equations were formulated by the experimental results of metal foils.  
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Appendix B. Total Specific Activity Calculations of MCNPX Model  
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B-1 3H-nitroxide Calculations 

The simulated tritium (3H)-nitroxide compound has Mw = 176 g/mol with 3 tritium 
atoms. If the mass density is 0.1 g/cm3 in a 10-µm layer, then there is 10-4 g of 
tritium. The volume of the thin layer is 

 𝑣𝑣 =  10 𝜇𝜇𝜇𝜇 × 1 𝑐𝑐𝑐𝑐2 =  0.001 𝑐𝑐𝑐𝑐3. (B-1) 

Number of moles in volume   

 1 × 10−4𝑔𝑔 × 1 𝑚𝑚𝑚𝑚𝑚𝑚
176 𝑔𝑔

= 5.68 × 10−7𝑚𝑚𝑚𝑚𝑚𝑚. (B-2) 

Number of tritium atoms in volume  

 3 𝐻𝐻 ×3 5.68 × 10−7𝑚𝑚𝑚𝑚𝑚𝑚 × 6.023 × 1023 𝑎𝑎𝑎𝑎𝑎𝑎𝑎𝑎𝑎𝑎
𝑚𝑚𝑚𝑚𝑚𝑚

= 1.03 × 1018𝑎𝑎𝑎𝑎𝑎𝑎𝑎𝑎𝑎𝑎 𝑜𝑜𝑜𝑜 𝐻𝐻3  . (B-3) 

Number of curies in volume  

 1.705 × 10−6𝑚𝑚𝑚𝑚𝑚𝑚 𝑜𝑜𝑜𝑜 𝑡𝑡𝑡𝑡𝑡𝑡𝑡𝑡𝑡𝑡𝑡𝑡𝑡𝑡 × 3 𝑔𝑔
𝑚𝑚𝑚𝑚𝑚𝑚

× 9700 𝐶𝐶𝐶𝐶
𝑔𝑔

1 = 49.6 𝑚𝑚𝑚𝑚𝑚𝑚. (B-4) 

Sm of a single layer side with an area of 1 cm2 (~11.5% leaving a thin layer 
surface) 

 𝑆𝑆𝑚𝑚 ≈ 5.7 𝑚𝑚𝑚𝑚𝑚𝑚
𝑐𝑐𝑚𝑚2. (B-5) 

Including both sides of thin layer (~23%)  

 𝑆𝑆𝑚𝑚 ≈ 11.4 𝑚𝑚𝑚𝑚𝑚𝑚
𝑐𝑐𝑚𝑚2. (B-6) 

Our near-term goal is Sm = 30 mCi/cm2 from a single side of the layer. The 
theoretical calculations and MCNPX model show that the tritiated compound is far 
from reaching our near-term goal. Tritium content would need to be 5 times the 
tritium atoms with the same molecular weight to reach our goal. Compound 4, 
Scheme 4 (Fig. 5 [2, 3] in main report), can reach close to 30 mCi/cm2 for a single 
side. The compound has already been fully deuterated. The major setback is the 
unknown stability of the tritiated compound. It is quite possible that the compound 
degrades completely during tritiation because of such a high tritium concentration 

                                                 
1 Appendix A to Part 71—Determination of A1 and A2. NRC: 10 CFR 71, Appendix A—Determination 

of A1 and A2. N.p., n.d. Web. 01 Aug. 2016. http://www.nrc.gov/reading-rm/doc-
collections/cfr/part071/part071-appa.html.  

http://www.nrc.gov/reading-rm/doc-collections/cfr/part071/part071-appa.html
http://www.nrc.gov/reading-rm/doc-collections/cfr/part071/part071-appa.html


 

Approved for public release; distribution unlimited. 
  35 

of 26 wt% 3H. Further studies and experimental testing with deuterium must be 
performed before deciding on performing Scheme 4. 

B-2 Ti3H2 Calculations 

The simulated titanium tritide/tritiated titanium hydride (Ti3H2) metal foil has Mw 
= 54.0 g/mol with 2 tritium atoms. If the mass density is 3.91 g/cm3 in a 400-nm 
layer, then there is 4.00 × 10−5𝑐𝑐𝑐𝑐 volume. The volume of the thin layer is 

 𝑣𝑣 =  400 𝑛𝑛𝑛𝑛 × 1 𝑐𝑐𝑐𝑐2 =   4.00 × 10−5 𝑐𝑐𝑐𝑐3. (B-7) 

Number of moles in volume   

 4.00 × 10−5 𝑐𝑐𝑐𝑐3 × 3.91 𝑔𝑔
𝑐𝑐𝑚𝑚3  × 1 𝑚𝑚𝑚𝑚𝑚𝑚

54 𝑔𝑔 = 2.90 × 10−6 𝑚𝑚𝑚𝑚𝑚𝑚. (B-8) 

Number of tritium atoms in volume  

 2 𝐻𝐻 ×3 2.90 × 10−6 𝑚𝑚𝑚𝑚𝑚𝑚 × 6.023 × 1023 𝑎𝑎𝑎𝑎𝑎𝑎𝑎𝑎𝑎𝑎
𝑚𝑚𝑚𝑚𝑚𝑚

= 3.49 × 1018𝑎𝑎𝑎𝑎𝑎𝑎𝑎𝑎𝑎𝑎 𝑜𝑜𝑜𝑜 𝐻𝐻3  . (B-9) 

Number of curies in volume  

 5.80 × 10−6 𝑚𝑚𝑚𝑚𝑚𝑚 𝑜𝑜𝑜𝑜 𝑡𝑡𝑡𝑡𝑡𝑡𝑡𝑡𝑡𝑡𝑡𝑡𝑡𝑡 × 3 𝑔𝑔
𝑚𝑚𝑚𝑚𝑚𝑚

× 9700 𝐶𝐶𝐶𝐶
𝑔𝑔

1 = 169 𝑚𝑚𝑚𝑚𝑚𝑚. (B-10) 

Sm of a single layer side with an area of 1 cm2 (~23% leaving a thin layer surface 
and 80% loaded) 

 𝑆𝑆𝑚𝑚 ≈ 31.1 𝑚𝑚𝑚𝑚𝑚𝑚
𝑐𝑐𝑚𝑚2. (B-11) 

Including both sides of thin layer (~23%)  

 𝑆𝑆𝑚𝑚 ≈ 62.2 𝑚𝑚𝑚𝑚𝑚𝑚
𝑐𝑐𝑚𝑚2. (B-12) 

Figure B-1 shows a plot of the energy percentage leaving the layer and penetrating 
GaN surfaces.  

                                                 
1 Appendix A to Part 71—Determination of A1 and A2. NRC: 10 CFR 71, Appendix A—Determination 

of A1 and A2. N.p., n.d. Web. 01 Aug. 2016. http://www.nrc.gov/reading-rm/doc-
collections/cfr/part071/part071-appa.html. 

http://www.nrc.gov/reading-rm/doc-collections/cfr/part071/part071-appa.html
http://www.nrc.gov/reading-rm/doc-collections/cfr/part071/part071-appa.html
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Fig. B-1 Percentage of beta kinetic energy exiting the loaded volume as function of layer 
thickness 

% of β kinetic 
energy exiting 
loaded volume 
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Appendix C. High-Performance Liquid Chromatography (HPLC) 
Brief Description 
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A high-performance liquid chromatograph (HPLC) is used to separate, identify, and 
quantify tritiated compounds. A typical HPLC consists of a sampler, pump, 
column, and detector. The precursor is analyzed by HPLC to measure the purity of 
the sample before tritiation. All samples are dissolved in HPLC-grade toluene. The 
solvent is required to create a mobile phase. The mobile phase transports the sample 
through the HPLC system. The pump delivers the desired flow and composition of 
the mobile phase through a column. The column is a tube filled with solid adsorbent 
material such packing materials (pellicular or porous particles). The mobile phase 
shifts to a stationary phase after entering the column. The sample, possibly made 
up of various types of compounds, is separated based on different degrees of 
interaction with the particles due to polarity. Typically, a UV-visible detector is the 
detection method. For UV light, the amount of light absorbed will depend on the 
amount of a particular compound that is passing through the beam at the time. The 
output of the received signal will be recorded as retention time peaks displayed in 
a chromatogram. Retention time length is directly related to molecule polarity. For 
example, silica particles are polar inside the column. The polar molecules 
bind/adsorb to it while the nonpolar molecules will pass more quickly through the 
stationary phase. For radioactivity detection, a radio flow detector system is used. 
Low noise photomultipliers operating with an optimized coincidence circuitry and 
luminescence subtraction with liquid scintillation provide the best sensitivity 
available to detect radioactivity of sample. 
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List of Symbols, Abbreviations, and Acronyms 

1-D 1-dimensional 

2-D 2-dimensional 

3-D 3-dimensional 

Am specific activity 

ARL US Army Research Laboratory 

COTS commercial-off-the-shelf 

D0.99 saturation thickness layer 

DL optimal thickness layer 

dPβ/dS specific beta flux power, also called power density 

EHPs electron-hole pairs 

FOM2D  figure of merit of 2-D betavoltaic configuration 

FOM3D  figure of merit of 3-D betavoltaic configuration 

GD gravimetric density  

GaN gallium nitride 

HAGO hydrogenation-assisted graphene origami 

HPLC high-performance liquid chromatography  
63Ni nickel-63 

NOx nitroxide for tritiation 

OED LLC  Organic Electronic Devices LLC 

PDA photodiode array 
3H tritium  

Sc3H scandium tritide 

TEMPO 4-methoxycarbonyl-methylene-2,2,6,6-tetramethyl-1-
piperidinyloxyl 

Ti3Hx titanium tritide/tritiated titanium hydride 

Sm effective surface activity 
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STP standard temperature and pressure  

UV ultraviolet  

vDw van der Waals 

Vm volume activity (Ci/cm3) 
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